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The antirnicrobial effect of calciurn hvdroxide as a short-terrn
intracanal dressing
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Surnrnary. The antibacterial effect of calcium
hr-droxide as a short-term intracanal dressing was
clinicallv evaluated by applying the medicament
fbr l0 minutes or 7 days in root canals of teeth
u'ith periapical lesions. The results showed that
the 7-dav dressing efficiently eliminated bacteria
u'hich survived biomechanical instrumentation of
the canal, while the l0-minute application was
ineffective.

Introduction

It has been established beyond doubt that bac-

teria play a decisive role in the development

of apical periodonti t is (Kakehashi ar al.  1965,
Sundqvist 1976, Mri l ler et al.  1981). Conse-
quently, one of the maior goals of endodontic
treatment is the elimination of all bacteria
from the root canal (Grossman 1981, Schi lder
1984). This is normally accomplished by
mechanical instrumentation supported by
various irrigating solutions, and antibacterial
dressing of the canal between appointments.

Mechanical instrumentation and irrigation
with antibacterial solutions have been con-
sidered essential for the elimination of bacteria
during endodontic treatment, whereas the
need for intracanal dressings has been ques-
t ioned (Str indberg 1965, Schi lder 1984,
Weine 1989). Results of our previous studies
support the view that irrigation and mechan-
ical cleansing greatly reduce the number of
bacteria in the root canal. However, half of the
treated root canals still harboured bacteria after
one treatment with careful mechanical instru-
mentation and the use of an antimicrobial irri-
gating solut ion (Bystrcim & Sundqvist 1981,
1983, 1985). Thus, more intensive treatment of
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the root canal with an antibacterial substance
must still remain an important adjunct in the
total elimination of bacteria during endodontic
treatment.

Recent results show that calcium hydrox-
ide paste used as a dressing in carefully
instrumented and irrigated root canals kills
the bacteria so effectively that the treatment
of initially infected root canals can be com-
pleted at the second visit (Bystrom et al.
1985). Calcium hydroxide maintains i ts anti-
bacterial effect over a long period of time,
due to the slow release of hydroxyl ions
(Proell l9+9). In studies that have demon-
strated the antimicrobial efficacy of calcium
hydroxide, the root canals had been dressed
for at least 1 month (Cvek et al.1976, Bystrtim
et al.  1985). I t  is not clear, however, what
minimum time might be needed for a calcium
hydroxide dressing to achieve an optimal
antibacterial effect. In aitro experiments
have shown that many commonly occurring
bacteria of the normal root canal flora are
rapidly killed when exposed to calcium hy-
droxide for periods of 1-6 minutes (Bystriim
et al.1985).

The aim of the present study was to evalu-
ate the antibacterial effectiveness of cal-
cium hydroxide when used as a short-term
intracanal dressing in aiao.

Material and rnethods
Clinical material
Thirty teeth were used, all of which had single
roots containing necrotic pulps, intact pulp
chamber walls, and radiographic evidence of
periapical bone lesions, which were referred
for treatment during a limited time period.
Radiographic examination was carried out by
the paralleling technique with Kodak film
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Fig. l. Diagram showing study design. *Canals sealed, with no dressing. Four out of l2 cases dressed for l0
minutes and l4 out of l8 cases dressed for 7 days were left empty for l'5 to 5 weeks; all other cases were lefr
empty for I week.

(Ultraspeedt) Q+ x 36mm) in a f i lm holder
(Eggen 1974).

Treatment
Rubber dam and an aseptic technique were
used throughout treatment. After access had
been gained to the root canal, the working
length was determined. During this process,
care was taken not to penetrate the apical fora-
men. Narrow root canals were initially
enlarged by hand filing with Hedstrom files
until a size 20 file could be introduced to the
working length. They were then filed ultra-
sonically2+ for approximately 3 minutes.
Wider root canals were initially treated with
ultrasonic preparation. Endosonic files were
used within l-2 mm of the working length.
Hand files were used to shape the apical
portion of the canal. The canals were instru-
mented to a size 40 Hedstrom or larger at the
working length. Sodium hypochlori te (0.5
per cent) was used as an irrigant. After final
irrigation the root canals were carefully dried
with paper points and filled with a calcium
hydroxide paste' by means of a lentulo spiral
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f i l ler and packed with the blunt end of a paper
point. In 12 cases the calcium hydroxide pasre
was left  in the canal for l0 minutes and in l8
cases the calcium hydroxide paste was left in
the canal as a dressing for 7 days (Fig. 1).
Sterile foam pelletso were placed in the
chambers of teeth in which the canal had been
left empty. The access cavities were, in all
cases, sealed with at least 4 mm thickness of
zinc oxide-eugenol cement.

Procedure for obtaining bacterial samples fr0m
the root canals
The procedure for obtaining samples from
the canals was the same as used previously
(Byst r r im & Sundqv is t  1981,  1983, ,  1985,
Sjr igren & Sundqvist 1987). Steri le sal ine sol-
ution was introduced into the canal by means
of a syringe, and the canal was enlarged until a
medium-sized paper point could be intro-
duced to a level approximately 1 mm short of
the radiographic apex. The fluid in the canal
was absorbed with charcoaled paper points
and transferred to a tube with 5 ml of anaero-
bic peptone yeast extract glucose (PYG) broth
(Holdeman et al. L977), Precautions were
taken to avoid oxygen contamination of the
PYG broth by means of a mobile anaerobe
laboratory (Fulghum l97l). The canal was
again filled with sampling fluid, and a second
sample was taken in the same way. This
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sample was used as a control for the first
sample.

After mechanical instrumentation and irri-
gation of the canal, any remaining sodium
h1'pochlori te was inactivated by r insing the
canal with a 5 per cent sodium thiosulphate
solution (Mriller 1966). Subsequently, a post-
instrumentation sample was taken from the
canal .

Fol lowing the application of calcium hyd-
roxide for l0 minutes or 7 days, dressings were
rinsed out of the canal using steri le sal ine
solution. The canal walls were filed lightly to
remove loose calcium hydroxide remnants,
and a postmedication sample was taken from
the root canals which had been dressed for 7
da1's (Fig. l) .  The canals were then sealed with
sterile foam pellets and zinc oxide--eugenol
cement, and left  empty for I  week ( 12 cases) or
for extended periods of up to 5 weeks (18
cases), at which t ime a f inal sample was taken
(F ig .  1 ) .

.Mi cr obio logic a I e x amination of t he samp le s
The PYG broth tubes with the samples were
introduced into an anaerobic box with an
atmosphere of l0 per cent hydrogen and 5 per
cent carbon dioxide in nitrogen. The tubes
were agitated in a mechanical mixer until the
paper points disintegrated, and tenfold serial
di lut ions to 103 were made in di lut ion blanks
(Holdeman et al.1977). Al iquots of 0.5 ml and
0.1 ml from the PYG broth, and al iquots of
0.1 ml from each of the di lut ions were inocu-
lated on to duplicate blood agar plates
(Holdeman et al.  1977).In addit ion, one plate
selective for enterococci (Sabbaj et al. L97l),
and one plate selective for Actinobacillus
actinrmycetemcomitans (Slots 1982), and one
Columbia agar plate were inoculated with
0.1 ml of the PYG broth. The Columbia agar
contained (per litre) a2.5 g of Columbia agar
base,l  6.5 g of Bactoagart,  5 -g of haemin,
l0 mg of menadione, and 50 ml of horse blood.
The plate selective for A. actinomycetemcomi-
tans was incubated for 7 days in l0 per cent
CO, in ar at 37'C. One of the duplicate set of
blood agar plates was incubated aerobically for
{8 hours at 37"C; the other plate was incu-
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bated in the box at 37'C for at least 10 days.
The latter plates were observed daily for
growth. When no growth had occurred after 1
week, new blood agar plates were inoculated
from the duplicate samples. These tubes had
not been used for serial dilutions. This pro-
cedure was repeated after another week before
the sample was considered to be free of living
bacteria.

The total number of bacteria in all samples
was determined. Bacteria in the initial samples
were characterized to genus level and were
then stored, frozen, for comparison with sub-
sequent isolates from the root canal. Bacteria
recovered from root canals after biomechani-
cal cleaning and antibacterial dressing were
identified to the species level. They were char-
acterized as described by Holdeman et al.
(1977), Hardie & Bowden (1,976),Tanner et al.
(1981), Schleifer & Ki lpper-Balz (1984), and
van Winkelhoffer al. (1985).

Results
Bacteria were initially present in all 30 root
canals. The median number of bacterial cells
present in the initial samples from those root
canals that were treated with calcium hydrox-
ide for 10 minutes was 6.5 x 103 (range < 102-
I x 108). In those l8 root canals subsequently
treated with calcium hydroxide dressing for 7
days, the median value of bacterial cells was
init ial ly 9.8 x 104 (range <102_-6.4 x 106).

After the root canals had been instru-
mented, irrigated and filed ultrasonically, bac-
teria were present in 6 of the 12 canals which
were subsequently treated with calcium hyd-
roxide for 10 minutes, and in 9 of the l8 canals
dressed with calcium hydroxide for 7 days.
The number of bacterial cells in these samples
was usually less than 102 and only two samples
contained more than 10j bacterial cells.

In the l8 canals which had been dressed for
I week, bacteria were not found in samples
taken immediately following removal of the
dressing, nor could bacteria be recovered in
samples taken l-5 weeks later when the canals
had been sealed without an antibacterial dress-
ing. The 1O-minute application of calcium
hydroxide was not effective since bacteria per-
sisted at the second appointment in 6 root
canals (Table I). All of the persisting strains
were present in the initial samples, except in
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Table I. Bacteria persisting after treatment for 10 minutes with calcium hydroxide dressing

No. of bacteria in the sample

Case Ini t ial ly
After biomechanical

treatment
Second

appointment* Persistine strains

KS

UP

AE

Eq

BOL

l x l 0 8

6 .5  x  l 0 l

1 .5  x  106

1 .0  x  102

1 .9  x  103

3 .5  x  lOa

< 102

2.7 x 102

< 102

5 x l O s

7 .5  x  l 0s

0.3 x  102

4.0 x  102

5 .0  x  l 0s

1 .0  x  l 0 'SB

Fu sob a c t er ium nuc le atum
Bacteroides denticola

Fu sob a c t erium nuc le atum
Fusobacterium species

Fuso bac t erium nuc lea t um

Enterococcus faecalis

Actinomyces dscosus
Bacteroides buccae
Pe pt ost re p t o( oc c us mir r o s
Wolinella recta

Euba c t eri um a la c t oly t icum
La c t o b ac i I lus c at enaJ-orme
Lactobacillus species
Fusobacterium species

*Second appointment after leaving the root canals empty and the access cavity closed for l-5 weeks.

Table II. Bacteria eliminated by lO-minute application of calcium hydroxide dressing

No. of bacteria in the sample

Strains persisting
after biomechanical

treatmentCase Initially
After biomechanical

treatment
Second

appointment

KH

HK

GH

3 .5  x  106

5.5 x  l0 l

6 .5  x  103

< 102

2.6 x 102

< 102

Bacteroides species

Lactobacillus species

Pe pt ostre pt oc occus mtcros

one case (EQ. Bacteria were isolated after bio-
mechanical treatment in three root canals,
whilst the other three root canals gave negative
samples after biomechanical treatment (Table
I). In three further cases, bacteria which had
survived biomechanical instrumentation were
eliminated by the lO-minute application of
calcium hydroxide (Table II) .  There was no

relationship between an extended period ( > I
week) in which the canal was left empty, and
recovery of bacteria. Of the six cases in which
bacteria were present in the final sample, four
were left empty for I week and two (KS and
UP) remained empty for longer than I week.

Thirteen of the 14 strains isolated after
calcium hydroxide application were anaerobic



(Table I). The facultatively anaerobic isolate
was an Enterococcus faecalis strain. Strains
which could not be classified to the species
level (Tables I and II)  were anaerobic, non-
motile., small non-pigmenting rods. They
were identified as Fusobacterium, Bacteroides
and Lactobacillus species in accordance with
earl ier studies (Bystr i im & Sundqvist 1985,
Sundqvist et al. 1989). Enterococcus faecalis
was initially present in three cases treated with
calcium hydroxide dressing for 7 days; in two
cases these bacteria did not survive the bio-
mechanical instrumentation, and in the third
case the bacteria perished after dressing with
calcium hydroxide.

Discussion
The application of calcium hydroxide has
previously' been shown to eliminate bacteria
effrciently from the root canal when used as an
intracanal dressing for 1 month (Cvek et al.
1976, Bystr i im et al.  1985). In the present
studl' calcium hydroxide was shown to be
highly effective in killing the persisting root
canal flora, when canals were dressed for 7
davs. Root canals were left empty for 1-5
weeks after removal of calcium hydroxide to
ensure that any bacteria which had survived,
but were present only in low numbers after the
antibacterial dressing, would be able to grow
and be recovered by sampling. Bacteria were
not recovered, however, at any interval after
removal of the 7-day dressing, which con-
f irmed that bacteria could not surviveaT-day
application of calcium hydroxide.

It has previously been observed that many
bacteria commonly present in the necrotic
pulp are rapidly killed when exposed to a satu-
rated solut ion of calcium hydroxide, in aitro,
for l-6 minutes (Bystrom et al. 1985). When
calcium hvdroxide was applied for 10 minutes
in t'iz:0. however. the material was ineffective
in destroying bacteria which had persisted
fbllowing biomechanical instrumentation
since half of the canals still contained detec-
table bacteria. The inefficiency of the short
appl icat ion of calcium hydroxide may well  be
due to failure of the medicament to reach the
intended site within 10 minutes. I t  has
recently been demonstrated that hydroxyl ions
do not readily diffuse through dentine due to
the buffering capacity of hydroxyapatite
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(Wang& Hume 1988). Eventual ly this inherent
buffering capacity can be overcome given suf-
ficient availability of hydroxyl ions over time
(Wang & Hume 1988). When calcium hydrox-
ide is applied to the root canal for 1 month, a
diffusion gradient develops for the hydroxyl
ions, since pH values are higher centrally than
at the periphery of the tooth root (Tronstad

et al.l98l). Thus bacteria may be initially pro-
tected from exposure to lethal hydroxyl ions by
the buffering capacity of the dentine in which
the bacteria are situated. For example, E.

faecalis, a species which is resistant to rapid
killing by calcium hydroxide (Stevens &
Grossman 1983, Bystr i im et al.  1985), was
recently shown to be eliminated from infected
dentine specimens in aitro by prolonged

exposure (24 hours) to calcium hydroxide,
despite the frct that it survived shorter
exposures (Safavi et al.1990).

Calcium hydroxide is rather insoluble
(Weast et al.1984), and the release of hydroxyl
ions, which are required for killing of bacteria
(Proell 1949) is dependent on an aqueous
environment. When calcium hydroxide is sus-
pended in water, in u^itrr, there is an optimal
release of hydroxyl ions; in the instrumented
canal,, however, the release of hydroxyl ions
may be limited by a decline in the availability
of water molecules. Furthermore, the destruc-
tion of bacteria in aitro was facilitated by an
extensive surface area accessible to hydroxyl
ions (Bystrom er al. 1985); this is unlikely to be
the case clinically in the instrumented canal.
Bacteria may occur as small colonies (Nair

1987) in which cells at the centre could be
protected by cells lying at the periphery.
Furthermore, micro-organisms lining dentinal
tubules may be exposed to hydroxyl ions
initially only at the tubule orifice. Apart from
being located within dentinal tubules, bac-
teria may also be enclosed within anatomical
variations of the root canal system, such as
lateral canals and the reticulated network of
pulp tissue which extends outward from the
tooth centre. Bacteria may additionally be
situated within pulp tissue remnants or smear
layer which remains following canal instru-
mentation. Eventually, however, continued
diffusion of hydroxyl ions will raise the pH

sufficiently for the destruction of most or all of
the root canal flora.
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Enterococcusfaecalis has been reported to be
present in a higher number of final than initial
root canal samples (Molander et al.  1990).
EnterococcusJaecalis was present in three initial
samples, and in each case it was eradicated
during the biomechanical instrumentation or
7-day antibacterial dressing. Mechanical
instrumentation was previously found to
reduce the number of bacterial cells 1000-fold
in the canal (Bystr i im & Sundqvist 1981),,  and
the use of antibacterial irrigants and ultrasonic
filing increased the antibacterial effect even
more (Bystr i im & Sundqvist 1985, Sjt igren &
Sundqvist 1987). These measures are appar-
ently sufficient for the elimination of E.

faecalis when initially present in low numbers,
since persistence of E. faecalis has not been a
problem in the treatment of non-vital cases in
this and earlier studies (Bystrrim & Sundqvist
1981, 1983, 1985, Bystr i im et al.  1985). How-
ever, the finding that enterococci are present
more frequently in samples from vital cases
(Mejare 1975) and in teeth with extensive
coronal destruction (Engstrom et al. 1970)
suggests that they may enter the root canal
from carious lesions and the gingival sulcus
which appear to be normal oral habitats of
these micro-organisms (Gibbons et al. 1963.,
Engstrtim 1964).

In summary, this work confirms earlier
findings that a calcium hydroxide dressing
efficiently eliminates bacteria which may sur-
vive biomechanical instrumentation, and that
reliable, predictable results can be achieved by
dressing the canal with calcium hydroxide for
7 days.
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